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บทคัดยอ 
การลอกกาวเปนกระบวนการพื้นฐานสําหรับการตกแตงเสนดายและผาจากเสนใยไหม  มี

จุดประสงคเพือ่กําจัดส่ิงปนเปอนตางๆ เชน กาวไหมหรือ เซริซิน ไขมันและ ข้ีผ้ึง ออกจากเสนใยไหม 
หลักการของการลอกกาวไหมคือ การทําลายพันธะเพปไทดของกรดอะมิโนท่ีมีอยูในเซริซินใหเปนโมเลกุล
เล็กๆ ท่ีสามารถละลายนํ้าได การลอกกาวไหมสามารถทําไดหลายวิธี เชนการใชกรด ดาง เอนไซม น้ําท่ี
อุณหภูมิสูงภายใตความดัน และสบู ก็เปนสารท่ีนํามาใชในการลอกกาวไหมได  การลอกกาวไหมแบบ
ดั้งเดิมนยิมใชการตมดวยน้ําสบูผสมกับโซเดียมคารบอเนต แตวิธีนี้มีขอเสีย คือ ผิวสัมผัสของเสนใยไหมจะ
ถูกทําลายมาก ปจจุบันมีการนําเอนไซนโปรติเอสมาใชในการลอกกาวไหม แตไมเปนท่ีนิยมเนื่องจากตองใช
กระบวนการเฉพาะและมีราคาสูง ทําใหมีความคิดท่ีจะหาสารจากธรรมชาติท่ีมีราคาถูกมาทดแทน โดย
ทําการศึกษาเอนไซนปาเปนที่ไดจากยางมะละกอแหงมาใชในการลอกกาวท่ีภาวะตางๆ  

งานวิจยันี้ทําการศึกษาเกีย่วกบัการลอกกาวไหมโดยการใชเอนไซนปาเปนจากยางมะละกอแหง 
เพื่อหาภาวะท่ีเหมาะสมในการลอกกาวไหมและสัณฐานวทิยาของเสนใยไหม ทําการศึกษาในชวงอุณหภูมิ 
55 - 85 องศาเซลเซียส   เวลา 10 - 40 นาที และความเขมขนของสารละลายยางมะละกอแหงต้ังแต 0 - 4 
%owf จากนั้นประเมินประสิทธิภาพของการลอกกาวไหม โดยทดสอบความแข็งแรงเสนใยไหมและ
ทดสอบการติดสีไดเร็กท (C.I. Direct Red 80)  ผลการติดสีจะแปรผกผันกับประสิทธิภาพการลอกกาวไหม
ท่ีได ลักษณะปรากฏและสัณฐานวิทยาของเสนใย  จากการศึกษาพบวาภาวะท่ีเหมาะสมกับการลอกกาวไหม
ดวยยางมะละกอแหง คือทําการลอกกาวที่ อุณหภูมิ 75 องศาเซลเซียส  เวลา 30 นาที ความเขมขนของ
สารละลายยางมะละกอแหง 4 % owf  มีประสิทธิภาพในการลอกกาวไหมอยูในเกณฑดี เสนใยไหมท่ีไดมี
ความมันเงา ผิวสัมผัสนุม ผิวของเสนใยไมถูกทําลาย และไมมีผลกระทบตอคาความแข็งแรงของเสนไหม  
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Abstract 
Degumming process is a fundamental process for silk yarn and silk fabric finishing.  The main 

objective is scouring the substrate such as silk gum (sericin), wax and fatty acid from silk fiber. The 
principle of degumming process is destroying the peptide linkage of amino acid in sericin structure into a 
small molecule which is soluble in water. The hydrolysis reaction performed by acid, alkaline, enzyme, 
surfactant as soap, and high pressure steam process. The conventional methods favor degumming with 
soap and sodium carbonate. This process has a problem on the surface area of silk. Proteolytic enzymes 
can answer this problem but it seldom use because of a specific condition and high cost.  For this reason, 
the insteading of papain enzyme from dry latex of Carica payapa Linn. was decided to use for silk 
degumming at any condition study.  

This research was concerned with the silk degumming using papain enzyme form dry latex of 
Carica payapa Linn. The degumming process was performed at the temperature vary from 55 - 85 degree 
Celsius, time from10 to 40 minutes  and the amount  of dry latex ranging from 0 to 4% owf  in order to 
study the suitable condition for degumming and surface morphology.  The efficiency of degumming 
process was evaluated by determination of tensile strength and staining test with direct dyes (C.I. Direct 
Red 80). Staining result will be opposed to  degumming efficiency. The result was revealed; the 
appropriate conditions for silk degumming with  dry Carica payapa Linn.’s latex were recommended as 
follows  : the amount of dry latex solution of 4 % owf at 75 degree Celsius for 30 minutes. The degummed 
fibers leaves lustrous, soft and surface smooth. This condition does not have effect to tensile strength and 
fiber surface. 
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